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AMOSTRA Mn  Fe
7A 48.7 101
SAMPLE 7D 49.8 9.0
AMOSTRA Mn  Fe 7€ 470 160
1A 49.6 8.5 9A  50.7 8.9
13 47.6 9.6 9B 48.5 10.7
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Mine maps reduced from 1:200 Brunton and tape survey by J.V.N.Dorr 2d,Oct,-Nov. 1941 <+ < b
Locations trom 1:10,000 topographic map by C.W.Buckey ® t‘: <
Moapas da Mina reduzidos do /evantamento na escala de 1:200 a bussola e trena por s @ S
JV.N.Dorr28,0utubro-Novembro, 1941, £
Locafb"cs do mapa topografico de 1:10,000 por C.W.Buckey S
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Fault, showing upthrown and downthrown sides
Falha, mostrando diregao de movimento vertical (D~ baixo; U-cima)

\(8
Strike and dip of beds
Dirc,’t:ao e mergulho das camadas

Inclined shaft or drift (usually dip slope)
Chevrons point down,spacing indicates steepness

Poga inclinado ow galeria (usualmente de inc/ina‘;b'o segundo o mergulho)
Os ‘chaveiroes apontam para baixo, 0 espagamento indicando o declive

Outcropping manganiferous bed_
Afloramentos das camadas manganesiferas

Unexposed manganiferous bed
Camadas manganesiferas ndo aflorandas
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SAMPLE
AMOSTRA Mn  Fe
10A 46.9 12.0
12A 46.3 1.8
1270 492 8.8
Pit I 47.2 10.7
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