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Greisened granite, locally kaolinized
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‘Two-compartment inclined shaft going above and
below levels, showing inclination
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Base map by U. S. Tin Corp. Assays by U. S. Tin Corp. and
U. S. Bureau of Mines, Juneau, Alaska

ASSAY MAP OF PART OF 365

20
L

0

1

LEVEL, LOST RIVER MINE, ALASKA

20 40 60 FEET

1 L J

Compiled by A. E. Weissenborn; and C. L. Sainsbury, 1953-55

681-606 O - 63





