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DRIFT WALL SAMPLES |
SAMPLEIWIDTHL_; ASSAY {
NO. FEET %Cu oz Au K czAg

27 . 5 _G.15 0.GI0  G.I5 |
138 5 c.e8 C©.0\5 0.50 |
[ 128 | 5 ‘o.ea o.c2o 045
140 = S _1.06 0.020 _0.SC
141 5 1.00 0.015 ~ 0.65
14z . 5 [ 0.950.005 0.35
143 5 075 ©.015  0.30]
144 | 5 1.9 0.010  0.75]
145 5  1.35 0.00  0.35
14& 5 1.9 C.005  0.50
147 S 076 Tr. _0.10]
a8 | 5 054 Tr.  0.30]
148 "1 5 10,838 0.010 _O.10]
150 | 5 0.49 C©.0l0 0.25]
249 | 5 1.06 ©.010 0.70]
250 | 5 o538 Tr 2.1

NoTE :

Samples and assays from
U. S. Bureau of Mines

Project

STRATEGIC MINERALS INVESTIGATIONS

PRELIMINARY MAP
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L ASSAY MAP, EMPIRE MINE, CUSTER COUNTY, IDAHO
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