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Fi 0 re 20 . Die.rgram showine.i the maximum refractive index in 32 

anthophyllites , plotted a €:,ainst weirsht percent of 

FeO + Fe2o
3 

+ TiO 
2 

+ i,1110 . · Four of the anthophylli tes 

(dots) are from the talc depqsits; the data fo the 

28 crosses }mve been assembled from the literature by 

Rabbitt ( 1911/ ) -who also constructed the diagram ., 
) . 


