DIAMOND DRILL HOLE NO. 2
CHEMICAL ANALYSES
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—Anhydrite may be present in very small quontities

PLATE 4

* Includes Al and Fe oxides, soluble silicates, insoluble residue, Mg but not CO3 nor excess Ca
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