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rroM, : Engineering Geology Laboratory

SUBJECT: Report # 3-1-64., Data obtained from tests run on Straight
Creek tunnel project # 4-997590

§ ‘{ PVC
i |  Swell swell
{ | capacity | index
Lab No. | " Field No. ' ml f psf PVC rating
4o § é ? .
¥ B800-347 Lol WMAnl Dt si G sen 0.4 noncritical
: - j : i
4=3 | _ 5 |
v/ D800-348 | 108+73G | 3.0 . 1100 1.1 noncritical
. . |
/D800-349 | 107435 C | 4.2 | 1700 1.9 noncritical
5 i |
s/ D800=-350 i 106+20 v~ | 25 § 500 0.4 noncritical .
g A
5800-351 | 106+17 & ! 2.5 500 ‘0.4 noncritical
G=7 ;
/f.JSOO-352 i 106+05 <t 3.5 1900 2.2 marginal

PR

[ / ”/J Yl
\

J. C. Thomas, Analyst

PLEAQE RE PL; \CE IN POCKET
¥ Nron

UMD VOLUME




