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"16.4

6.75

SILTY SAND (SM) and SANDY SILT (ML),
dark brown, fine, uniform, no to low plastic
fines.

L

4.26

CLAYEY SILT (ML), dark brown, low
plasticity, trace fine sand.

13

SILTY SAND (SM), dark brown, fine, non-
plastic, some SP and GM.

30

1 131

1.05

SILTY GRAVELLY SAND (SM), dark brown
to dark gray, medium to coarse sands, fine 1o
medium gravels.

SILTY CLAY (CL) and CLAYEY SILT (ML)
brown, low to medium plasticity, trace fine
sands_

246

.066

GRAVELLY SAND (SP), dark brown,
20 medium to coarse sands, fine to medium
gravels.

SAND [SP—SM), dark gray, fine, occasional

263.3

585

fine gravel.

316

0.50

67.0

GRAVELLY SAND (SP), dark gray, coarse
340 fine to medium gravel.

SILTY CLAY (CL), brown, medium plasticity
occasional fine sands.
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