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EXPLANATTION
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Quaternary detritus, undivided
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Andesite, in dikes

Vein (true thickness not shown) or
vein and fault together
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Rhyolite porphyry and metasomati-
cally altered tuff
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Geologic contact, locally offset
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dashed where concealed
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Underground works, Gold Fields-—
Mahd adh Dhahab, Ltd.
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Geology simplified from Worl, 1978.

CONCENTRATION OF LEAD, ZINC, SELENIUM, AND CADMIUM IN ACACIA ASH SAMPLES, MAHD ADH DHAHAB DISTRICT,
- KINGDOM OF SAUDI ARABIA

This report is preliminary and has not

1983 been reviewed for conformity with U.S.
Geological Survey editorial standards
and stratigraphic nomenclature.



